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SAMPLE DESCRIPTION:

ONE {1) PAIR OF SUBMITTED SAMPLE SAID TO BE :
ITEM NAME : PLASTIC LENS.

- NUMBER:

Page 1 of 3

HJ00207278

DATE: Jan 29, 2004
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TESTS CONDUCTED:

AS REQUESTED BY THE APPLICANT, FOR DETAILS REFER TO ATTACHED PAGE(S)
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PREPARED AND CHECKED BY:
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TESTS CONDUCTED

1

yv-400

ASSESSMENT WAS MADE AGAINST A LEVEL OF 100% UV PROTECTION, IN WHICH
THE SPECTRAL TRANSMITTANCE WAS EXAMINED WITHIN A RANGE OF 280nm -
400nm TO ENSURE THAT A TRANSMITTANCE VALUE OF 0.5% WAS NOT
EXCEEDED.

RESULT :
WAVELENGTH (nm) TRANSMITTANCE (%)
LEFT OCULAR RIGHT OCULAR
280 ] - <0.10 | <0.10
285 ©<0.10 | <0.10
290 B <0.10 | <0.10
295 B . <D.10 I <0.10
300 ~ <0.10 ' <0.10
305 o - <0.10 <0.10
L 316 _<0.10 <0.10
315 7 <0.10 <0.10
320 . <0,10 | <0.10
325 ] <0.10 <0.10
330 ' __<0.10 | <0.10
335 - <0.10 <0.10
340 - <0.10 <0.10
345 <0.10 <0.10
350 o <0.10 T <0.10
355 <0.10 B <0.10
360 - <0.10 <0.10
365 e ' <0.10 <0.10
370 o ' <0.10 <0.10
375 : <0.10 | <0.10
380 v ' <0.10 <0.10
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TESTS COMDUCTED

WAVELENGTH (nm) _______ TRANSMITTANCE (%) B
LEFT OCULAR RIGHT OCULAR
385 T <0.10 T <0.10
390 <0.10 | - <0.10
395 <0.10 o <0.10
400 <0.10 | <0.10

REMARK : < = LESS5 THAN

COMMENT : THE SUBMITTED SAMPLE WAS CONSIDERED ACCSPTAELE TO MAKE
A CLAIM OF "UV-400" PROTECTION, THE CRITERIA OF WHICH
WAS MENTIONED ABOVE.

DATE SAMPLE RECEIVED : JAN 20, 2004
TESTING PERIOD : JAN 20, 2004 TO JAN 28, 2004
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END OF REPORT
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Sample Hama: SMOKE
8
Filtar Catogory
Luminaus Tranamittance Ty
i, Red
a, Yellow
Q, Grean !
2, Blun 1.0 == 0.40 PASS
Trnax UVE (280 - 315nm) 0.00% <= 1, 54% (0.1Tw) PASS
Trenax LA (315 - 350nm) 0.0 % on T A9% (05T} PASS
Trriln ($00 - 850nm) 13.99% = 307% (0.2Tv) PASS
Tsuwa {315 - 320nm) 0.00% <= TE8% (0.8Tv) PASS
Tauvb (280 - 315nm) 0.00%
Tauy (280 - 380nm) 0,00
Tah (380 - S00nm) 13.00%
Tranamittance Soectmm
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304 350 4] 456 500 550 B0 &30 T TR0
Wawalength (nem}
Spactrim Dota;
Am ®T nm %T mm %T nm WT nm %T nm wT nm %T mm wT
780 0000 290 0000 300 0000 20 0O X0 08d0 330 0000 340 0000 350 0000
360 0000 37O Q000 MO QDD 38 OO0 400 o049 M0 2ESE 420 BTEE 430 12094
440 13483 450 13880 480 14950 ATO 15633 460 18TIT 430 1E772 00 f80E3 S0 16.343
520 {61R% 530 15550 540 14854 580 14,584 580 14517 SP0 4343 520 14008 390 14044
B0 14573 E10 18078 G20 16888 &M 1TE0D B0 10T ESD FrET4 B0 25E5E ETOD ITATI
E8A 0553 60 J0ES1 OO 31738 TI0 3ZMT  TI0 33031 TH0 33835 V40 4558 TS0 3RI
TED 35548 TTOD 36148 THO MG.3ER
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